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Abstract

The Stellite SF12-TiC-Mo-Sn laser melt deposited (LMD) composite coating was produced
on a TA1 titanium alloy. Such composite coating was researched using scanning electron
microscope (SEM) and a high-resolution transmission electron microscope (HRTEM). It was
confirmed that Ti3Sn nanocrystals appeared at an intersplat region, which was very compatible
to the d-space of the Ti3Sn at an orientation of (101). The Ti3Sn particles were surrounded
by the amorphous phases. Under the action of such composite coating, the micro-hardness
distribution of the substrate surface is in a range of 1350–1500 HV0.2, and the wear volume
loss is 1/13 of a TA1 alloy.

K e y w o r d s: titanium, sliding wear, lasers, composites

1. Introduction

The improved machinery performance and safety
(aerospace, automotive, etc.) can be realized by devel-
opment of the protective LMD wear resistance coat-
ings. LMD composite coating is an effective technology
to improve the surface performance of titanium alloys
[1, 2].
In the recent years, the nano-based material sys-

tems have gained the interest of the research and in-
dustrial community [3–5]. Moreover, amorphous ma-
terials have attracted an increasing amount of atten-
tion due to their unique physical, mechanical and
chemical properties. Lasers have provided the im-
portant opportunities for realization of the nano-
amorphous manufacturing [6, 7]. LMD is a promising
approach to producing the amorphous-nanocrystalline
composites on metals. Through experiments, it has
been confirmed that LMD of the Stellite SF12-
-TiC-Mo-Sn mixed powders can form the amorph-
ous/nanocrystals reinforced composites, which in-
creases the microhardness of the substrate surface.
Mo played an important role in improving the wear
resistance of the LMD composites [8]. To our know-
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ledge, it is the first time that the Stellite SF12-TiC-
-Mo-Sn mixed powders were deposited on a titanium
alloy as the hard composites by a LMD technique. In
this study, the microstructures and wear resistance of
the Stellite SF12-TiC-Mo-Sn LMD composites on a
TA1 alloy were discussed in detail.

2. Experimental

The LMD technique was conducted on a 5 kW
transverse-flow continuous-wave CO2 laser materials
processing system equipped with four-axis computer
numerically controlled (CNC) laser materials pro-
cessing machine under an Ar ambient atmospheric en-
vironment, and coaxial powder feeding device (DPSF-
-3) was employed to melt the surface of the samples at
the same time. Materials used as the substrate: TA1
titanium alloy samples (8 mm × 8 mm × 35 mm) for
the wear test or (10 mm × 10 mm × 9 mm) for the
microstructure analysis, chemical composition of TA1
alloy: 0.2 Fe, 0.08 C, 0.03 N, 0.18 O, 0.015 H and bal.
Ti. The LMD treated surfaces were ground with emery
paper to remove the oxide scale, and rinsed with al-
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Fig. 1. SEM images of the LMD composite coating in sample 1: (a) bond zone, (b), (c) middle-coating.

Fig. 2. SEM images of the LMD composite coating in sample 2: (a), (b) nanoscale particles, (c) agglomeration of nanoscale
particles.

cohol before the LMD process. The powders mixture
of Stellite SF12 (≥ 99.5 % purity, 50–100 µm), TiC
(≥ 99.5 % purity, 50–150 µm), Mo (≥ 99.5 % pur-
ity, 50–150 µm) and Sn (≥ 99.5 % purity, 20–50 µm)
were used for the LMD technique, chemical compos-
ition of Stellite SF12: 1.00 C, 19.00 Cr, 2.80 Si, 9.00
W, 3.00 Fe, 13.00 Ni, and Bal. Co. Process parameters
of LMD: laser power P = 1.15 kW, scanning velocity
V = 2–11 mm s−1 and the laser beam diameter D =
4.5 mm. An overlap of 35 % between successive tracks
was selected. Compositions of the pre-placed powders
(wt.%): 80Stellite SF 12-15TiC-5Mo and 76Stellite SF
12-15TiC-5Mo-4Sn.
The HV-1000 microsclerometer was used to test

micro-hardness distribution of the LMD composite
coatings. Microstructures of the composite coatings
were analyzed using the LEO 1525 scanning elec-
tron microscope (SEM) and the Titan 80-300 High-
-resolution transmission electron microscope (HRTEM).
Wear resistance of such LMD composite coatings was
tested by the WMM-W1 disc wear tester. The wear

volume loss was measured after 60 min. The rotational
speed of the wear tester was 415 r min−1. The linear
velocity of friction surface was 0.98 m s−1.

3. Results and analysis

3.1. Microstructures

It was noted that the fine and compact composite
coating was obtained after the LMD process, and such
composite coating was metallurgically bonded to sub-
strate in a sample (see Fig. 1a). As shown in Fig. 1b,
fine compact composites were obtained in a sample
after LMD process. Lots of the fine stick-shape precip-
itates are produced in such coating. The fact is that
Mo is an active element, and thus during the LMD
process, Mo reacted with a portion of the Si, Al and
Ti in laser molten pool, leading to the formation of
Mo5(Si, Al, Ti)3C [9] (see Fig. 1c).
It is noted that with the Sn addition, lots of the
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Fig. 3. SEM images of the LMD composite coating: (a) eutectics, and (b) rod-shape precipitates; (c) HRTEM image, and
(d) its corresponding HRTEM pattern.

nanoscale particles are produced in such coating, and
the skeleton shape austenite was also produced (see
Fig. 2a). Owing to a rapid cooling rate of the mol-
ten pool, a small amount of elements, such as Si, B
and Mo had no time to precipitate from the liquid
and solution in γ-Co to form the supersolution, which
caused the solution strengthening. It was also noted
that a great number of the nanoscale particles were
produced attached to the austenite, which also in-
creased the wear resistance of the coating (see Fig. 2b).
Nanoscale particles own a large specific surface, such
kind of particles usually gathers together, forming the
secondary particles to decrease the interface energy
of the system. Thus, the agglomerations of the nano-
scale particles were produced in such composites (see
Fig. 2c).
Figure 3a shows the SEM image of the eutectics

structure in the coating, and also a lot of the fine
ceramics were produced attached to them. In fact,
the eutectics, such as Co-Ti or Ti-Si binary inter-
metallic alloy have the uniform and dense microstruc-

ture consisting of predominantly the primary dend-
rites and a minor amount of interdendritic eutectics.
Investigation [9] indicated that the Fe-Si-B and Ti-B
compounds may show the nano-rods shape in laser-
treated composites. The Fe3(Si, B) rod-shape pre-
cipitates were also produced in such composites (see
Fig. 3b).
The test location is shown in Fig. 3c. Figure 3d

shows the HRTEM images of three Ti3Sn that ap-
peared at an intersplat region. These lattice values are
very compatible to the d-space of Ti3Sn at an orienta-
tion of (101). It was also noted that the Ti3Sn particles
were surrounded by the amorphous phases. The fact
that the glass forming alloy compositions are close to
eutectics implies a (relative) low melting point, i.e.
the production of the eutectics greatly promoted the
formation of the amorphous phases [10].

3.2. Wear properties

As shown in Fig. 3, the micro-hardness distribution
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Fig. 4. Micro-hardness distribution of the LMD composite
coating.

of such LMD composite coating is in a range of 1350–
1500 HV0.2, which is significantly higher than that of
a substrate (355 HV0.2). The phase constituent, fine
grain/nanocrystals strengthening and the amorphous
glassy phases all played an important role in increasing
the microhardness and wear resistance of such LMD
composite coating.
When the load was 55 N, the wear test result indic-

ated that the wear volume loss of the LMD composite
coating was about 1/13 of pure TA1. The improve-
ment of wear resistance of LMD coating was mainly
ascribed to the actions of many factors, such as the
actions of the nanocrystalline-amorphous phases, hard
phases, fine grain strengthening of the titanium bor-
ides, and the solution strengthening (see Fig. 4). It
should be mentioned that owing to a rapid cooling rate
of the molten pool, a small amount of the elements,
such as Cr, W and Si, etc., had no time to precipit-
ate from the liquid and solution in γ-Co/Ni to form
a supersolution, which caused the solution strength-
ening. Combined with an effect of the micro-hardness
enhancement, the strain-hardened tribolayer tends to
form on the worn surface, acting as a protective layer
to improve wear resistance. Moreover, it should be
mentioned that under action of Sn, a lot of the nano-
scale particles, such as the Ti3Sn nanoscale particles
were produced, which also greatly increased the wear
resistance of such composite coating; moreover, a lot
of the amorphous phases were dispersed in such coat-
ing, which decreased the wear volume losses [11, 12].
SEM images showed that the worn surface of TA1

was very rough after 60 min wear time. The deep plow-
ing grooves were present on the worn surface of TA1
substrate. Since the micro-hardness of TA1 was signi-
ficantly lower than that of the counterpart, the hard
asperities on the surface of the counterpart penetrated
easily into the sliding surface of the substrate, form-

Fig. 5. Wear volume losses of the substrate and the LMD
coating.

ing an unsmooth surface (see Fig. 6a). As shown in
Fig. 6b, a smooth worn surface of the LMD composite
coating was obtained. According to the previous mi-
crostructure analysis, due to the action of the laser
beam, many hard phases, such as Ti3Sn nanocrys-
talline phases, Mo5(Si, Al, Ti)3C and different kinds
of amorphous phases were produced in this coating,
which prevented the stretching of the wear grooves
[9]. Moreover, the fine microstructure of composite
coating was obtained, which also showed the excellent
properties of the plasticity and toughness, favoring the
formation of a smooth worn surface.
It should be mentioned that a lot of the brittle-

ness phases existed in some location of such coating,
which can be easily peeled off due to the action of
the gathering of a lot of the brittleness phases. So the
large peeled hole was present on the worn surface (see
Fig. 6c). As shown in Fig. 6d, the nano-rods and lots
of the other fine precipitates were present in the worn
etched surface of the LMD sample. The production of
these fine precipitates was beneficial in the production
of the smooth surface [13].

4. Conclusions

The correct choice of the LMD parameters provi-
ded Stellite SF12-TiC-Mo-Sn LMD amorphous/nano-
crystals reinforced composite coating on a TA1 ti-
tanium alloy with the micro-hardness distribution was
in a range of 1350–1500 HV0.2, which is signific-
antly higher than that of the substrate (355 HV0.2).
Many nanocrystalline/amorphous phases were pro-
duced, which improved the wear resistance of such
composite coating. Ti3Sn that appeared at an inter-
splat region, and the lattice values were very compat-
ible to the d-space of Ti3Sn at an orientation of (101).
A great number of the nanoscale particles were pro-
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Fig. 6. The worn surface of (a) the TA1 substrate; (b), (c) LMD composite coating, and (d) the etched composite coating
in sample 2.

duced attached to the austenite, which also increased
the wear resistance of such coating. The agglomer-
ations of nanoscale particles were produced in such
composite coating. When the load was 55 N, the wear
test result indicated that the wear volume loss of LMD
coating was about 1/13 of the TA1 alloy substrate
under the actions of hard phases, fine grain strength-
ening of the titanium borides, and the nanocrystal-
line/amorphous phases.
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