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Effects of chemical composition on the pore structure
and heat treatment on the deformation
of PM aluminium foams 6061 and 7075
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Abstract

In this paper we consider deformation behaviour and energy absorption ability of the heat-
treated aluminium foams AA6061 and AA7075 with respect to variability of pore structure
and defects in cell wall affected by the chemical composition of the foamable precursor itself.
The work was focused on the evaluation of cell wall microstructure, the geometry of pores
and defects present within the cell walls, and their influence on strength and deformation
behaviour properties of the foam.

K e y w o r d s: aluminium foam, heat treatment, compression strength, compression be-
haviour, reproducibility

1. Introduction

The porous structure of closed cell aluminium
foams offers the ability to absorb kinetic energy at
nearly constant stress in wide deformation range [1–
5]. Aluminium foams made via the powder metallur-
gical route (PM) with surface skin have better mecha-
nical properties like compression strength than open-
cell aluminium foam, and aluminium foam prepared
via melting route [2–4, 6–8]. Therefore PM aluminium
foam is more recommended for industrial and auto-
motive applications, as it is possible very effectively
to produce 3D complex shape parts which led to
first industrial applications (developed at IMMM SAS,
Bratislava) of PM aluminium foams in Ferrari Modena
360 (stiffener of side rail, 6,000 pcs year−1), Audi Q7
(crash box against rare impact, 120,000 pcs year−1)
and Siemens and Bombardier light trains (bumper of
railway carriages, 1,000 pcs year−1) [9]. Based on the
requirements of industry and industrial applications,
it is necessary to develop materials for deformation
purposes where it is possible to influence the compres-
sion strength and the length of the plateau. Compres-
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sion strength of foams is affected by material composi-
tion, heat treatment [10–13], by the deployment of the
precursor into a mould and amount of precursor [8],
foam density, pore size and their distribution within
the structure and close to surface skin [8, 14–18]. Ef-
fect of heat treatment on compression strength of AA
6061 aluminium foam has been described in several
studies [10–13, 19]. AA6061 deforms in a ductile man-
ner, whereas AA7075 is brittle in nature. Subsequent
T6 treatment changes the deformation behaviour of
AA6061 from ductile to brittle [10, 19–23]. Effect of
different chemical composition and ways of heat treat-
ment of AA7XXX on compression strength and ab-
sorption ability was studied and also fracture surface
of cell walls before and after heat treatment of alu-
minium foam was observed [11, 23]. The stress-strain
behaviour of foams is very sensitive and determined
by the properties of the cell wall material: hardness,
strength, the thickness of cell walls and surface skin
[7, 8, 17, 18, 23].
Moreover, defects in cell walls like microcracks,

micropores, corrugations of cell walls and inhomo-
geneities of chemical composition have also a strong
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effect on the compression strength and deformation
behaviour of the foam at given porosity and pore
structure. Until now, the origin of the brittle disin-
tegration of the foam structure during compression
has not been described concerning defects within cell
walls and their character. Therefore, the aim of this
work is to observe an effect of the chemical composi-
tion of AA6061 and predominantly AA7075 PM alu-
minium alloys and their heat treatment on the foam
structure and microstructure of cell walls, mainly the
effect on the deformation behaviour and energy ab-
sorption ability.

2. Experimental

The foamable precursor was manufactured through
PM route by mixing the pure elementary powders and
pre-alloyed Al + 5 wt.% Mg powder which was used
to adjust the Mg content. The chemical composition
of mixed alloy corresponded to the EN AW 6061 (Al
+ 1 wt.% Mg + 0.6 wt.% Si) and EN AW 7075 (Al +
2.5 wt.% Mg + 6 wt.% Zn + 2wt.% Cu). For manufac-
turing of the foamable precursor, powders were used:
Al powder (99.7 % purity; < 400 µm), supplied by
Eckart (Germany); pre-alloyed AlMg5 powder (99.7 %
purity; < 400 µm), Zn (98.9% purity; < 100 µm) and
Si (99.9 % purity; < 40 µm) were supplied by Mepura
(Austria); Cu (99.8 % purity; < 100 µm) was sup-
plied by Chempur (Germany). Amount of 0.8 wt.%
of foaming agent TiH2 from Chemetall (Germany),
(grade U, nominally ≤ 45 µm, average particle size d=
5 ± 1 µm) was admixed with each powder mixture.
Afterwards, the final mixtures were cold isostatically
compacted (under the pressure of 55MPa) into billets
with a dimension of approximately 30 mm in diame-
ter. Subsequently, they were hot extruded into the pro-
file of the rectangular cross-section 5 × 20mm2. The
extrusion temperature was set to 450◦C for AA6061
and 400◦C for AA7075. Since AA7075 contains Zn
which melting temperature is 419.53◦C, heated time
for billets was also shorter to minimise oxidation pro-
cesses. Expandometer testing machine (IMMM SAS,
Slovakia) was used to find appropriate temperatures
of foaming process. It was found that the tempe-
rature of foam nucleation for samples AA6061 was
between 580 to 605◦C and for samples AA7075 be-
tween 470 to 500◦C. Therefore furnace temperature
for sample preparation was set for AA6061 to 730◦C
and for AA7075 to 700◦C. Foamed cylinders of di-
ameter 30 mm and length 45mm with density ∼ 0.6
g cm−3 were manufactured for each chemical compo-
sition. To obtain statistically valuable data, the quan-
tity of foamable precursor and its position within the
mould is necessary to control thoroughly [8]. There-
fore, mould filling was in both cases held at 42 % and
5 pieces of the foamable precursor were deployed into

the mould in the same orientation for all samples. Heat
treatment of foamed samples T6 with respect to alloy
composition was chosen as follows: Quenching condi-
tions in the case of AA6061 were 530◦C/30min and
for AA7075 460◦C/120min, ageing 170◦C/12 h in the
case of AA6061 and 120◦C/16 h for AA7075. To re-
veal the 3-D porous structure of the foam after foam-
ing, a non-destructive 3-D computed tomography was
performed using Nanotom 180 GE X-ray tomography.
The thickness of cell walls and surface skin at the
top, middle and bottom of samples was determined
through the VG Studio MAX 2.1 software. The thick-
ness of surface skin was measured around the sample
in the area with big pores. Pore size and shape factor
(roundness of pores) were determined from 4 slices at
0◦, 45◦, 90◦ and 135◦ through the Image J software.
The roundness of pores is taken as the inverse of As-
pect Ratio, i.e. the ratio of pore’s fitted ellipse minor
axis to major axis of the ellipse. The shape of pores
was measured on slices by Feret diameter. To observe
the distribution of elements and defects in cell walls,
images were taken through scanning electron micro-
scope (SEM) JEOL JSM-7600. An effect of the heat
treatment on the microhardness of the cell walls was
determined using Vickers method on FM-ARS-9000
device. The samples were loaded by 0.049N (5 g) for
10 s. Compression strength of the foam samples was
measured via uniaxial compression tests according to
DIN 50134 [24]. The static compression stress (CS)
tests were performed on a Zwick testing device with
a maximum testing force 100 kN at the strain rate of
0.033 s−1. Obtained records were used for the evalua-
tion of the deformation behaviour and energy absorp-
tion ability of foam. Energy absorption ability was
calculated from the region under the load-deflection
curve, and the plateau length was determined in the
region of the last stress drop in the area next to den-
sification part [7].

3. Results and discussion

As shown in Fig. 1 and Fig. 2, a variation of the
chemical composition (AA6061 and AA7075) results
in significant differences in porous structure as pore
size distribution, shape factor, the thickness of the
surface skin and different thickness of the cell walls.
The foam structure of AA6061 (Fig. 1) possesses a
number of almost the same pores in comparison with
AA7075 (small pores below 0.5mm were rejected).
However, the pores are larger with lower shape fac-
tor (0.6 to 0.9) and are inhomogeneously distributed
within the structure. It is possible to observe more
big pores close to the surface skin. Often clustering
of larger pores takes place. Drainage of metal on the
bottom of the AA6061 specimen is also characteristic.
AA7075 foam mostly consists of small pores, which
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Fig. 2. Typical cell wall cross-section of (a) AA606, and (b) AA7075 from the middle of the sample, (c) from the bottom
of the sample AA7075, EDS analyses of cell walls for (d) AA6061 and for (e) AA7075 (SEM).

are distributed rather uniformly with occasional oc-
currence of large pores usually surrounded by small
pores (Fig. 1). The shape factor of the pores, in this
case, is in the range of 0.7 to 1.0. The higher thickness
of the surface skin of value 0.31–0.6mm for up/down
half part of the sample is observed for AA6061 foam.
In the case of AA7075, the thickness of surface skin
is about 0.25–0.4mm without any significant varia-
tions between upper and lower part of the sample.
The average pore diameter estimated for the observed
structures in the vicinity of surface skin for AA6061
is 2.6 mm and 1.1mm for AA7075.

The differences within the foam structure in depen-
dence on the chemical composition can be attributed
to different melting points of used elementary pow-
ders and aluminium alloys prepared by PM, especially
for low melting elements (Zn) and different wt.% of
AlMg5: 20 wt.% in case of AA6061 and 50 wt.% for
AA7075. According to Standard EN 18273, the melt-
ing range of AlMg5 (AA5356) is between 562–633◦C.
In regions with higher content of AlMg5, nucleation
started earlier, and higher amount of H2 was released
than in a region with higher content of pure Al which
results in variability of semi-solid state temperature
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during early-foaming stages. Therefore, AA6061 con-
tains biggest pores. AA7075 contains a higher amount
of AlMg5 and therefore contains lower size pores. In-
homogeneities of chemical composition in foamable
precursor and used elementary powders with different
melting points are responsible for avoiding pore coales-
cence in early foaming stages for AA7075. In the case
of low melting elements, the amount of released H2 is
also responsible for the shape of pores and their size
[14, 15, 17, 18, 20, 25, 26]. Therefore, the formation of
the higher amount of the smaller pores in space and
close to the surface skin as shown in Fig. 1 is charac-
teristic for AA7075 alloy due to appropriate synchro-
nisation of the melting point of the alloy with start-
ing decomposition temperature of the TiH2 (400◦C)
[27–29] and the creation of more defects in cell walls
(Fig. 2). In the case of AA6061, there are observed
rather large pores close to the surface skin (Fig. 1) in
space due to the higher difference between the melt-
ing point of the alloy and decomposition temperature
of the TiH2. These large pores could negatively in-
fluence reproducibility of the compression stress after
heat treatment since the foam becomes brittle [18].
As revealed in Fig. 2a, cell walls in case of AA6061
are thicker and contain fewer voids and microcorru-
gations in comparison with the microstructure of cell
walls for AA7075. In both studied alloys are observed
inhomogeneities of chemical composition. EDS anal-
yses confirm (Fig. 2b) these inhomogeneities: for the
content of Mg in the case of AA6061 is observed dif-
ferent chemical composition (Fig. 2d) between Spec-
trum 1 where was its amount 2 wt.% in comparison
with Spectrum 2 (0.74 wt.% Mg). In areas with higher
content of Mg, micropores are observed as a result of
solidification process. The microstructure of AA7075
(Fig. 2e) also shows differences in chemical composi-
tion between Spectrum 1 where was Mg (4.6 wt.%)
and Cu (4.5 wt.%) and Zn (8.5 wt.%) in compari-
son with Spectrum 2 where content of elements was
following: Mg (1.8 wt.%), Cu (1.2 wt.%) and Zn (6.95
wt.%). These inhomogeneities of chemical composition
resulted in different hardness (creation of precipita-
tion phases) and led to the creation of voids within cell
walls. Also in the case of AA7075 is observed drainage
of Zn to the bottom of the sample (Fig. 2c).
Generally, the compression stress-strain curve is di-

vided into three stages according to [9, 14–16, 30].
The quasi-elastic stage is characterised by an elastic
deformation of the cell walls. The cracks, which are
presented in the cell walls, are step by step closed by
increasing compression stress [8]. Plateau stage is char-
acterised by a deformation at almost constant stress
level, stepwise compression of individual pore layers.
At densification stage is foam structure compacted in
whole sample volume [31–33, 24]. As seen in Fig. 3, the
chemical composition of used alloys, the different in-
ner porous structure at the constant density and heat

Fig. 3. Compression stress vs. strain curves of (a) AA6061
and (b) AA7075 alloy with numbers corresponding to im-
ages of the porous structure showed in Fig. 1 and Table 1.

treatment are responsible for the increase in the com-
pression stress and changes in deformation behaviour,
which are significant in the case of AA6061 and rather
negligible in the case of AA7075. Reproducibility is
enhanced in the case of AA7075. As-foamed AA6061
behaves in a typical ductile manner [18] which is char-
acteristic by increasing stress with deformation, com-
pression stress (CS) is 7.14MPa, and no drop stress
(DS) is observed as documented in Fig. 3a and Table 1.
AA7075 foam behaves in a brittle manner as seen in
Fig. 3b with typical stress drop down to 12.61MPa af-
ter compression stress (18.89MPa), followed by char-
acteristic oscillation around plateau value prior steep
increase of the stress during densification. However,
after T6, there is observed the typical brittle man-
ner of the stress-strain curve for both, AA6061 and
AA7075 [10, 11], more inhomogeneous deformation in
plateau region is observed for AA7075 (Fig. 3b). Dif-
ferences between compression stresses after T6 are sig-
nificantly lower when we compare foams of various
chemical compositions, 17.5 ± 2.5MPa for AA6061
and 21 ± 0.5MPa for AA7075. Moreover, no signifi-
cant differences in drop stress (DS) and strain at DS in
dependence on chemical composition occur after T6,
drop stress in % of CS for AA6061 is approximately
22 % and for AA7075 24%, strain at drop stress is 5 %
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Ta b l e 1. List of measured and calculated values: CS – compression stress, DS – drop stress, Δ strain is the strain
difference between strain at DS and strain at CS, and calculated values of absorbed deformation energy up to 15, 30 and

55 % stress, and length of plateau at constant density 0.65 g cm−3

Alloy Sample Density
(g cm−3)

CS
(MPa)

Strain
at CS
(%)

DS
(MPa)

Δ
strain
(%)

Absorbed volume up to
15 %/30 %/55 % stress

(kJ m−3)

Length of plateau
(volume energy at end of
plateau) (%) (kJ m−3)

AA6061 1 (T0) 0.59 7.14 1.91 – – 175 35 (109)
2 (T6) 0.62 17.95 3.11 13.84 3.62 67/148/291 58 (307)
3 (T6) 0.64 15.82 2.78 14.41 1.35 65/137/271 63 (319)
4 (T6) 0.65 19.86 2.97 15.69 2.22 78/176/350 55 (350)

AA7075 5 (T0) 0.63 18.89 2.79 12.61 1.44 66/135/243 62 (280)
6 (T6) 0.57 19.41 2.77 15.50 1.04 70/162/319 70 (388)
7 (T6) 0.59 21.23 2.58 13.79 1.16 75/162/278 68 (346)
8 (T6) 0.65 22.43 2.73 17.22 1.15 76/174/324 64 (385)

for AA6061 and 3.9 % for AA7075. This indicates that
the amplitude changes of stress-strain curves are due
to changes in cell walls microstructure. The charac-
ter of stress-strain curves seems to be identical as no
changes of pore structure are observed after T6.
Besides the effect of material composition, subse-

quent heat treatment, and porous structure, we as-
sume that hardness of cell walls, inhomogeneity within
cell walls, their thickness, and thickness of the surface
skin are also responsible for variation in strength, de-
formation behaviour of the foam and reproducibility
of the mechanical properties. To confirm this, micro-
hardness of cell walls was measured. In the case of
AA6061, the hardness HV of the cell walls increases
from 88.74 in the case of T0 up to 119.67, in the case
of T6 and for AA7075, it is 104.24 before and 158.65
after T6. Therefore, there is approximately a 2.5× in-
crease in the compression stress in the case of AA6061
observed. Heat treatment in case of AA7075 did not
result in significant increase of the compression stress
0.11× due to the high concentration of defects within
cell walls. However, an increase in hardness results in
plateau value increase, and therefore, in the higher
amount of the absorbed energy (Fig. 3b and Table 1)
after T6. A higher value of absorbed energy in the
case of AA7075 results from higher compression stress
in plateau region and length of plateau itself. As de-
scribed previously in several studies [9–12, 14, 15, 20,
21, 30], the crushing of the first pore band which con-
tains innate defects in cell walls (mostly voids or mi-
crocracks) is responsible for stress drop following by
densification of this pore band or weakest link while
crushing of the other bands in different place within
the foam volume occurs [9–12, 14, 15, 20, 30]. There-
fore, thicker cell walls and surface skin are responsible
for lower drop stress value (AA6061) since the role of
inner voids in crushing process in the case of thicker
cell walls is suppressed. Vice versa, if cell walls are

thinner (AA7075), pores are smaller and contain more
defects within, their effect is significant, and stress
drop is higher and steep; whole and larger weak bands
crush at once through the cross-section. More homo-
geneous distribution of the small pores within the vol-
ume with inherent defects in cell walls results in higher
reproducibility in the case of AA7075, since there is no
significant “weak area” within the structure as large
pores with broken walls and crushing occur randomly.
In a foam volume, a whole weak band of larger pores
crush at once through the cross-section [11].
In comparison with previous research [10, 11, 17,

23] aluminium foam prepared with comparable chemi-
cal composition could have little differences in mecha-
nical properties. The differences are due to various
technological parameters and parameters of testing
such as foaming temperature, heat treatment, strain
rate, etc. Tested samples made of AA6061 without
heat treatment reached lowest compression stress in
comparison with previous research [10, 23]. After heat
treatment, tested samples reached the same compres-
sion stress and deformation behaviour, even when dif-
ferent parameters were used for heat treatment T6
(water quenching).
As examined in previous research, compression

stress of aluminium foam is also increased by using
pre-treated TiH2 [17, 18]. Thus prepared aluminium
foam (AA6061) has a rather homogeneous distribu-
tion of small pores within the spatial, thicker cell walls
in comparison to AA6061 (in comparison with sam-
ples prepared with as-received TiH2) [18] and also
with AA7075. That results in an increase in com-
pression stress and reproducibility of the mechani-
cal properties up to 23 ± 0.5MPa (in comparison
with samples AA7075 prepared with as-received TiH2
21 ± 0.5MPa). Tested samples made of AA7075 with-
out heat treatment reached highest compression stress
in comparison with previous research results [11, 23],
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and deformation behaviour was rough with the strong
disintegration of tested samples during loading. In the
case of AA7075 was used different heat-treatment [11,
23] which had an influence on the creation of precipita-
tion phases. The hardness of the material is important
for compression strength, defects present in cell wall
have a negative influence on compression strength and
deformation behaviour in the case of AA7075.
Moreover, this observation confirms our assump-

tion that the small pores with thin surface skin are
responsible for an increase of the reproducibility of
the compression strength of aluminium foam due
to the strong effect of the inherent defects in the
cell walls during the onset of deformation. There-
fore, an AA6061 aluminium foam prepared with pre-
treated TiH2 has a shorter plateau with increased
absorption ability and without strongest disintegra-
tion of the tested samples in comparison with samples
AA7075 prepared with as-received TiH2, and defor-
mation curve can also be significantly affected by the
precursor distribution itself [8].
From the above mentioned it can be clearly con-

cluded, that the stress-strain curve can be simply
adapted to application demands for certain poros-
ity regarding strength, deformation energy and repro-
ducibility by adjusting the composition of the metal
alloy and additional heat treatment.

4. Conclusions

The effects of chemical composition (AA6061 and
AA7075) and heat treatment on the PM aluminium
foam structure and cell wall microstructure, their ef-
fects on the deformation behaviour and energy absorp-
tion ability with respect to adaptation of the deforma-
tion behaviour of the aluminium foam to industrial
application demands were studied.
– It was confirmed that PM aluminium alloy com-

position strongly affects the stress-strain behaviour of
aluminium foam at given density by affecting the early
stage of the foaming and thus final porous structure.
– Increased hardness by heat treatment of the cell

walls of aluminium foam significantly influences the
strength of AA6061 foam (120–180% increase of com-
pression stress from T0 to T6) and has only small ef-
fect in the case of AA7075 foam (2.5–18.5 % increase
of compression stress from T0 to T6).
– However, the energy absorption ability of the

AA7075 foam is also increased in the case of heat
treatment/increased hardness.
– Thinner cell walls with inherent defects within

cell walls result in increased reproducibility of the
strength of aluminium foam as can be seen in the case
of AA7075 foam.
– Change of cell wall microstructure during T6

leads to changes in the hardness of cell wall material.

– In the case of AA7075 defects present in cell walls
rule stress behaviour of this foam predominantly.
Findings in this study in hand with an effect of

the pre-treatment of TiH2 prior manufacturing of the
foamable precursor and the proper positioning of the
precursor within the mould before foaming can be suc-
cessfully used for adaptation of the stress-strain curve
of aluminium foams for application demands.
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